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Developments and Applications of Tunneling Magnetoresistance Sensors
Shaohua Yan, Zitong Zhou, Yaodi Yang, Qunwen Leng , and Weisheng Zhao
Abstract: Magnetic sensors based on tunneling magnetoresistance (TMR) effect exhibit high sensitivity, small size,
and low power consumption. They have gained a lot of attention and have potential applications in various domains.
This study first introduces the development history and basic principles of TMR sensors. Then, a comprehensive
description of TMR sensors linearization and Wheatstone bridge configuration is presented. Two key performance
parameters, the field sensitivity and noise mechanisms, are considered. Finally, the emerging applications of TMR
sensors are discussed.
Key words: tunneling magnetoresistance (TMR) sensor; linearization; Wheatstone bridge configuration; noise

1

Introduction

The sensor market is experiencing rapid growth in recent
years, driven by the Internet of Things (IoT). Sensors of
various types are employed in multiple domains to sense
and collect data, assisting in improving the production
efficiency and facilitating our lives. Magnetic sensors,
for example, acccout for approximately 10% of the smart
sensor market for IoT industries[1] . They are commonly
used to detect the geomagnetic field for navigation and
the tiny magnetic field generated by cerebral activity for
medical diagnosis, or monitor the current in the power
grid and electric vehicles.
Various advanced magnetic sensing technologies have
materialized over the last decades, mainly including the
Hall effect, the anisotropic magnetoresistance (AMR)
effect, the giant magnetoresistance (GMR) effect, and
the tunneling magnetoresistance (TMR) effect. Figure 1
demontrates the structures and principles of sensors
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that adopted the above-mentioned techniques. The Hall
sensor has long enjoyed considerable market owing to
its well-developed and low-cost production. However,
the silicon-based Hall sensor has limited output, low
accuracy, and large offset. Some techniques such
as integrated magnetic flux concentrator (MFC) and
chopper stabilization have been employed in Hall sensor
to improve its performance[2] , but it increases the power
consumption. Thus, the adoption of the Hall sensor in
emerging technologies is still a chanllege. Therefore,
engineers are looking for a smart sensor solution with
higher sensitivity, lower power consumption, smaller
size, and more stable performance.
Magnetoresistance sensors first appeared in the market
in the late 1990s. The AMR effect was experimentally
discovered in 1856[3] and was firstly used as a transducer
for reading magnetically recorded tapes in 1971[4] .
Based on AMR effect, Honeywell designed the magnetic
random-access memory (MRAM)[5] . The AMR sensor
can also be used as a compass to measure the
Earth’s magnetic field. Although several semiconductor
suppliers offer a range of commercially available devices,
the AMR sensor’s magnetoresistance (MR) ratio is
usually less than 5%, limiting its further applicability.
Conventional AMR sensor requires additional circuits
or permanent magnets to reset the magnetization of the
thin film after usage, which complicates packaging and
raises the cost[6] .
The GMR effect was independently discovered in
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Fig. 1 Structures and principles of different magnetic sensors. VH is the Hall voltage, H is the external magnetic field, R is the
resistance of the device, and ˛ is the angle between the current and the field.

1988[7, 8] . With the advent of spin valve structure[9] ,
GMR sensors were quickly used as magnetic read head
in the hard disk drive by IBM, resulting in higher storage
capacities. The MR ratio in the metallic spin valve
structure is typically around 10%.
The TMR effect at room temperature was first reported
in 1995[10] . The MR ratio can reach more than 200%
in CoFeB/MgO/CoFeB magnetic tunneling junction
(MTJ)[11] and it is larger than other MR technologies.
As shown in Table 1, TMR sensors have significant
performance advantages. They are expected to become
the new go-to solution for advanced precision,
consistency, high sensitivity, low power consumption,
and tiny package size required for tomorrow’s advanced
devices[12] .
This study will firstly introduce the TMR sensor’s
working principles. The methods for linearization
of MTJ and the implementation of Wheatstone
bridge architecture are summarized. The key sensor
performance parameters are then investigated. Finally,
the TMR sensor’s applications in different domains are
discussed.

2

Design and Fabrication of TMR Sensors

A TMR sensor comprises MTJ elements. Figure 2

Parameter
Sensing direction
Sensitivity (mV/(V  Oe))
Power consumption (mA)
Size
Temperature stability (˚C)
Linear range (Oe)
Detectivity (nT/Hz1=2 )

Fig. 2

Structure and R-H curve of the linear MTJ.

depicts the structural schematic of an MTJ. It is a
thin-film stack composed of a sandwiched structure
with a free layer (FL), a barrier layer, and a reference
layer (RL). The RL’s magnetization direction is fixed
by an antiferromagnetic (AFM) layer, while the FL’s
magnetization direction can rotate under an external
magnetic field. Equation (1) shows the resistance
of the MTJ variation with the angle  between the
magnetization directions of the FL and RL.
.Rap Rp /.1 cos  /
R. / D Rp C
(1)
2
where Rp and Rap are the resistance for parallel and
antiparallel alignment of the ferromagnetic layers,
respectively.
2.1

Linear strategies of MTJ

When used as a magnetic sensor, the MTJ must have
a linear and free of hysteresis response to the external

Table 1 Comparison of magnetic sensing technologies.
Hall
AMR
GMR
Perpendicular
In-plane
In-plane
0.05
1
3
510
110
110
Large
Medium
Medium
<150
<150
300
>10 000
10
100
>100
1
10

TMR
In-plane/Perpendicular
100
0.0010.01
Small
350
1000
0.01
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field, necessitating the FL and RL magnetizations to be
initially orthogonal[13] . Several methods for achieving a
linearized output have been reported, as summarized in
Fig. 3.
For example, in Fig. 3a, a pair of permanent magnets
is integrated near the FL to generate a bias magnetic field
perpendicular to the sensing direction of the MTJ[14] . It
can help achieve a linear output while also stabilizing
the FL’s magnetization state. However, this method
increases the production complexity and cost, which is
incompatible with device miniaturization. Alternatively,
shape anisotropy can be tailored to generate a proper
self-demagnetizing field, as Fig.3b decipts, the MTJ
is patterned into a rectangular shape, with its length
orthogonal to the fixed magnetic direction[15] . In
addition, when the free layer is thin enough, the material
exhibits a superparamagnetic-like behavior, resulting in a
no-hysteresis loop[16] . But this method will significantly
reduce the MTJ’s sensitivity and increase its noise level.
The fourth method involves adding an exchange bias
layer to the free layer, as illustrated in Fig. 3c. The
two antiferromagnetic layers have different blocking
temperatures. Upon annealing process, it is possible to
set the orthogonal magnetizations of FL and RL[17] .
The above linearization methods are usually applied
in the MTJ with in-plane magnetic anisotropy. For the
MTJs sensing the perpendicular magnetic field, a more
concise approach is to employ an in-plane magnetized
free layer and a perpendicular magnetized reference

Fig. 3 Schematics of linearization methods in MTJ:
(a) Intergration with permanent magnets; (b) shape
anisotropy; (c) soft-pinned free layer; and (d) crossed-pattern
magnetization.
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layer[18] , as shown in Fig. 3d. In this kind of structure,
as the thickness of the free layer is carefully chosen,
the magnetic moment can rotate from in-plane to outof-plane, which gives a no-hysteresis output. Recently,
another method for achieving linearization by tuning
the MgO capping layer thickness in MTJ with double
CoFeB/MgO interface structure has been reported[19] ,
where a small linear range and a large sensitivity can be
attained.
2.2

Wheatstone bridge configuration

A single MTJ cannot be employed directly as a magnetic
sensor, because the resistance of the MTJ varies with
temperature[20] . The MTJs are usually arranged into
the Wheatstone bridge configuration to prevent the
thermal drift and improve the stability of sensors in
harsh environments. The bridge has no output when
the resistances in the four bridge arms change uniformly
with temperature. Figure 4 shows the different bridge
configurations. Vb and Vo are the applied bias voltage
and the output voltage, respectively. R1 , R2 , R3 , and
R4 are the resistances of the four bridge arms. The
unique bridge, the half bridge, and the full bridge are
divided according to the number of active resistors[21] .
The inactive resistors in unique bridge and half bridge
structures are usually shielded with soft magnetic
materials like NiFe. The full bridge structure in Fig. 4
has the highest sensitivity and exhibits a linear output.
It is the most suitable for applications, where the two
adjacent bridge arms have opposite responses to the
external magnetic field. This requires that the MTJs
forming the bridge arms should have opposite magnetic
pinning directions.
There are usually four methods forming a full
Wheatstone bridge configuration, as Fig. 5 illustrates.

Fig. 4 Wheatstone bridge configurations for magnetic
sensors.
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The fourth method is concise and compatible with
mass production. The film is deposited and patterned
based on a special layout, as shown in Fig. 5d.
A post-annealing process is then performed. The
pinning direction can be set along the patterned
stripe’s transverse orientation[25] . This method has been
successfully used for the MR sensor production on 6inch wafers[26] .
The techniques mentioned above for fabricating a full
Wheatstone bridge structure are primarily applicable for
in-plane TMR sensors. In a perpendicular TMR sensor,
an on-chip flux concentrator array is designed to bend the
flux from the perpendicular direction into the in-plane
direction enabling a full-bridge operation[27] . A more
straightforward method should be explored further.
Fig. 5 Methods for fabricating a full-bridge TMR sensors:
(a) Assembly of four identical resistors; (b) deposition of two
film stacks on one wafer; (c) local annealing by current; and
(d) one-time post annealing.

The simplest solution is to assemble the MTJs with
opposite sensing directions. This method is always prone
to alignment errors and is therefore unsuitable for mass
production. As a result, a monolithic full-bridge sensor
is more needed.
The second approach uses lithography to define
different areas on the same wafer, then deposit thin films
of different structures in each area. For example, an extra
ferromagnetic layer is added to the “CoFe/Ru/CoFe”
synthetic antiferromagnetic (SAF) structure to
form a three-layered “CoFe/Ru/CoFe/Ru/CoFeB”
structure. Due to antiferromagnetic coupling, the two
structures’ reference magnetizations will be pointing
towards opposite directions under the same annealing
condition[22] . The film can then be patterned directly
into Wheatstone full-bridge sensors. This method
simplifies the fabrication process, but it extremely
complicates the film deposition. The two thin film
structures also need to be designed precisely to ensure
that they have similar magnetic properties (TMR ratio,
RA product, and so on) to avoid output offset.
The third method is to set the pinning direction of
the MTJs by local annealing. This is achieved by a
current flow through the overlaid setting circuit to realign
the RL magnetization[23] . As shown in Fig. 5c, the
current flows in opposite directions for two pairs of
resistors in the bridge. The current amplitude should
be carefully calculated and a particular printed circuit
board is required. A similar method uses laser radiation
in an applied field in place of the setting circuit[24] .

3

Critical Parameters of TMR Sensors

The detectivity of the TMR sensor is defined as
r
1 SV
(2)
DD
S V2
where S is the sensitivity of the sensors, V is the
applied bias voltage, and SV =V 2 is the normalized
noise level. The value in T=Hz1=2 denotes the minimum
magnetic field magnitude that the sensor could detect at
a determined frequency. Owing to unremitting research
efforts, the detectivity of 5 pT=Hz1=2 at 1 Hz is
now realizable in TMR sensor[28] , but it still falls
short of other magnetic sensing technology such as
superconducting quantum interference device (SQUID).
Increased sensitivity and noise level suppression are
required to imrove the detectivity further.
3.1

Sensitivity

Sensitivity is one of the critical performance parameters
of TMR sensors. In the linear range of the sensor transfer
curve, it is defined as
MR
SD
(3)
20 Hk
where MR and Hk are the MR ratio and the magnetic
anisotropy field of the sensing layer, respectively. 0
is the vacuum permeability. Improving the sensitivity
requires an increase in TMR ratio and reduction in Hk .
A large TMR ratio is usually achieved by optimizing
the thin film materials. With previously used amorphous
Al2 O3 tunneling barrier, the TMR ratio of MTJ was
only about 70% at room temperature[29] . After replacing
the Al2 O3 barrier with the crystalline MgO barrier, a
significant increase in TMR ratio is realized thanks
to the improved crystal perfection and orientation[30] .
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The TMR ratio is also found to be dependent on the
composition and thickness of CoFeB ferromagnetic
layer[31] . In addition, the half-metallic Heusler alloy
with high spin polarization is advantageous as the
ferromagnetic layer material[32] . Meanwhile, the device’s
magnetic properties can be influenced by its geometry.
For example, because of the non-uniform magnetization
state of the sensing layer, the TMR ratio may be
greatly reduced as the device aspect ratio increases[17] .
Therefore, there must be a compromise between the
signal output and the linear response characteristics.
Controlling magnetic anisotropy in the free layer
is quite crucial to obtain small Hk , which is usually
realized by modifying the device geometry or using soft
ferromagnetic materials.
Incorporating the sensors with MFCs is another
method improving the sensitivity. Physical vapor
deposition of materials with high magnetic permeability,
such as CoZrNb and NiFe, is generally employed to
prepare MFCs[33] . MFCs’ primary function is to amplify
the magnetic field to be measured; the gain in sensitivity
is related to the shape and spacing of MFCs.
3.2

Noise

Theoretical and experimental noise analyses in MTJs
have been studied extensively in recent years[34, 35] .
Figure 6 reveals that noises in TMR sensors come
from different mechanisms, and are classified as white
noise and frequency-dependent noise. The white noise
includes the thermal noise and the shot noise. The
1/f noise and the random telegraph noise (RTN) are
frequency-dependent noise. Noises in TMR sensors can
also be divided into magnetic noise and electrical noise.
The magnetic noise is unique to magnetic materials
and may have a dominant impact on the TMR sensors
during operation. In addition to the intrinsic noises
of the MTJ, the peripheral circuit and the environment

noises should also be taken into account. The total noise
can be regarded as the superposition of different noise
components. The total noise power spectral density
(PSD) (unit of T2 =Hz) is expressed in Eq. (4):


dB 2 therm shot
SB D
.SV
CSVelec 1=f C S Amp /C
dV
therm mag

SB

Noises sources in TMR sensors.

mag 1=f

C SB

(4)
therm mag

where SVtherm shot , SVelec 1=f , S Amp , SB
, and
mag 1=f
SB
are thermal-shot noise, electronic 1/f noise,
amplifier noise, thermal magneic noise, and magnetic
1/f noise, respectively. dV/dB is the sensitivity of sensor.
The origin and suppression methods of noises in TMR
sensors are discussed in this section.
3.2.1

Thermal noise

In TMR sensors, thermal noise is divided into thermalelectronic noise and thermal-magnetic noise. The
thermal-electronic noise, also known as JohnsonNyquist noise, mainly originates from the random
motion of carriers near the Fermi surface affected by
temperature. In 1928, Nyquist and Johnson proposed a
computational model for thermal electronic noise[36, 37] ,
SVtherm elec D 4KB RT
(5)
where SVtherm elec denotes the PSD of this noise, KB
is the Boltzmann constant, and T is the ambient
temperature. The thermal-electronic noise is only related
to the resistance value and the ambient temperature.
Magnetization fluctuation caused by the magnetic
field and thermal excitation is the primary source of
the thermal-magnetic noise. According to some studies,
thermal-magnetic noise originates from thermally
excited domain walls hopping between magnetic layers
and decreases with increasing of free layer volume[38, 39] .
Based on the fluctuation-dissipation theorem (FDT),
Egelhoff et al. gives its calculating model as[35]
4KB T 0 ˛G
therm mag
(6)
SB
D
˝ Ms
where ˛G is the Gilbert damping of the material, ˝
is the free layer volume, is the gyromagnetic ratio
for an electron, and Ms is the saturation magnetization
intensity. Magnetic noise is probably the primary
noise source during the TMR sensors operation, and
its magnitude is considerably larger than that of the
electrically generated noise[12] .
3.2.2

Fig. 6
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Shot noise

Thermal effects and the stochastic nature of the
electron emission process contribute to shot noise. The
insulating barrier layer in the MTJ can be regarded as a
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discontinuity where the shot noise is generated. Because
the GMR sensor’s film layers are all metallic, such noise
is not observed. The shot noise’s PSD is expressed as
SVshot D 2eIR2
(7)
where e is the electron charge, and I denotes the applied
current. Considering the thermal effect when a current is
applied in MTJs, a general expression for thermal-shot
noise is given as


eV
SVtherm shot D 2eIR2 coth
(8)
2KB T
Equation (8) reveals that increasing the bias voltage
on MTJ reduces the thermal-shot noise. However,
increasing the bias voltage decreases the TMR ratio of
the MTJ[40] .
3.2.3

1/f noise

1/f noise is divided into electronic and magnetic 1/f
noises in magnetic films. Charge trapping in the barrier
or near the layer interface is the source of the electronic
1/f noise[41] . It can be calculated as
V2
elec 1=f
(9)
SV
D ˛elec
Af
where A is the sensing area of the MTJ, f is the frequency,
and ˛elec is the electric Hooge parameter, which is related
to RA product, MR ratio, magnetization state, and the
bias voltage[34, 42] . The 1/f noise becomes the most
important noise source in the low frequency regime. As
seen in Eq. (9), the electronic 1/f noise can be reduced
by increasing the area of the free layer. This can be
achieved by increasing the number of MTJs connected
in series and parallel. As illustrated in Fig. 7, the 1/f
noise can be theoretically reduced by an M  N factor
by connecting N MTJs in series and then in parallel with
M rows, while the total resistance can be adjusted to
maintain a low thermal noise[43] .
The modulation technique is an alternative approach
to eliminate the electronic 1/f noise. MFCs are deposited
on the microelectromechanical systems (MEMS) flaps

that oscillate at very high frequencies driven by an
electrostatic comb drive. The TMR sensor is placed
in the middle of the flaps. The whole system shifts
the operating point of sensor to the high frequency
regime[44] . However, some technical challenges, such
as the low modulation efficiency and high power
consumption, need to be overcome.
The magnetic 1/f noise originates from the
magnetization hopping between metastable ripple states.
Egelhoff gives its PSD through the FDT as
2Bsat ˛mag
mag 1=f
(10)
SB
D
˝f
where Bsat denotes the saturation field of the free layer
and ˛mag is the magnetic Hooge parameter.
Both thermal-magnetic noise and magnetic 1/f noise
are magnetically derived noise. These noises are
associated with the sensing layer volume and they
can be reduced by increasing the sensing area or the
thickness of the sensing layer according to Eq. (6) and
Eq. (10). Using ultra-low Gilbert damping materials
as ferromagnetic layer can also reduce the magnetic
noise effectively[45] . A synthetic free layer structure has
also been proposed, demonstrating the advantage of
magnetic noise cancellation[46] . Alternatively, reducing
the free-layer thickness can also minimize the saturation
field. But a trade-off between the sensitivity and noise
level needs to be reached. The method of voltageinduced anisotropy modulation is presented to mitigate
the intrinsic noise without sacrificing TMR ratio[47] .
3.2.4 Random telegraph noise
Random telegraph noise is discovered and proposed
in the study on the field-effect transistors. RTN is
not always evident. In TMR sensors, it is usually
overshadowed by 1/f noise in the low-frequency regime.
The RTN appears when the device size is small enough
and in high frequency regime. It is expressed as
S0
SVRTN D
(11)
1 C .f =f0 /2
where S0 denotes the frequency-independent portion
of the PSD, f0 is the characteristic roll-off frequency
described by f0 D .2  / 1 , and  is the relaxation time
of Lorentzian fluctuations.

4

Fig. 7

MTJs connected in series and parallel.

Application

As a newly thriving technology, the TMR effect has
been widely applied in the MRAM industry. Leading
semiconductor suppliers have announced the release
of embedded MRAM to replace eFlash or Dynamic
Random Access Memory (DRAM)[48] . In the meantime,
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the TMR sensor market has also seen a strong
development in the past years. TMR sensors are likely
to replace the AMR, GMR or traditional Hall sensors
due to their higher output and signal to noise ratio,
good compatibility with CMOS, and miniaturized size.
Several examples are selected in this section to introduce
the emerging applications of TMR sensors.
4.1

Biomedical detection

With improving detectivity, TMR sensors are becoming
increasingly popular in biomedical applications. They
are used to determine the presence or the concentration
of target analyte molecules such as DNAs and
proteins[49] labeled by magnetic nanoparticles (MNPs).
TMR sensors exhibit lower background noise and are
more robust than conventional optical biosensors[50] .
Figure 8a shows a schematic of biodetection using
TMR sensors. The surface of the TMR sensor is precoated with probe molecules to measure a specific target
analyte. The probe molecules can capture the target
molecules tagged by MNPs based on the specific binding
of biomolecules. Then the underneath sensors can detect
the fringe field generated by the magnetic labels. The
concentration of the target analytes can be dertermined
after quantitatively analyzing the signal. The integration
of the TMR sensors and microfluid channels enables the
realization of Lab-on-chip systems, which are promising
in portable Point-of-Care devices.
Some research groups have demonstrated that

Fig. 8 Schematics for biodetections using TMR sensors: (a)
molecules detection; (b) MCG and MEG.
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the TMR sensors can also directly detect the
generated magnetic field from the human heart or
brain[51, 52] . Thus, magnetocardiography (MCG) and
magnetoencephalography (MEG) have received much
attention in recent years. These signals contain valuable
information for medical diagnosis. Because the magnetic
signal is not affected by the conductivity of human
body, MCG and MEG present some advantages over
electrocardiography (ECG) and electroencephalography
(EEG), they have higher spatial and temporal
resolution[53] . TMR sensors are less expensive and much
smaller than the current SQUID technology used in
MCG and MEG. The measurement must done in a
magnetically shielded room, with the TMR sensor placed
on the surface of the tested body, and the bio-magnetic
field signal can be easily acquired using a low-noise
amplifier circuit, as shown in Fig. 8b.
TMR sensors on a flexible substrate were also
developed recently[54, 55] . The TMR ratio can be
preserved up to 190% regardless of the bending
radius. The flexible magnetic sensors pave the way
to realization for new applications such as human–
computer interactions[56] , electronic skins[57] , and
wearable devices[58] .
4.2

Current sensing

Electrical current can be measured by sensing its emitted
magnetic field. Based on this principle, the TMR
sensor can be used to monitor the power consumption of
household appliances[59] . Figure 9a shows the schematic
of the TMR current sensor. Four identical TMR elements
are connected into a Wheatstone bridge architecture. A
U-shaped current line beneath the sensor creates opposite
magnetic fields for two pairs of the bridge arms to obtain
a full-bridge configuration. This sensor is integrated with
signal processing units and real-time voltage sensor and
can measure the active power delivered to the load from
a 50/60 Hz AC line[60] . The TMR current sensor is a noncontact sensor that is easy to be installed without any
service interruption. With the device miniaturization, the
TMR sensor is also favorable in current sensing modules
in the integrated circuits (IC).
The advantages of low cost and low power
consumption of TMR sensors make them ideal
candidates for large-scale current monitoring in the
power grid. The traditional current transformers used
in power systems have large sizes and limited frequency
bandwidths. They are costly and require periodic
maintenance. The TMR sensor arrays can be installed
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Fig. 9 Applications of TMR in current sensing: (a) Ushaped current line below a full-bridge sensor; (b) current
monitoring in power transmission lines; and (c) NDT.

along the over-head transmission lines and underground
distribution cables[61, 62] , as Fig. 9b depicts. The
information on the currents can be reconstructed and
collected with high spatial resolution from the measured
magnetic field signal, allowing for precise detection and
accurate repair of abnormal points.
In non-destructive testing (NDT), eddy current sensing
is widely used to detect defects on metal surfaces
or ferromagnetic pipes. An excitation-detection probe
for NDT is shown in Fig. 9c, which consists of an
excitation coil that induces eddy current within the
specimen and an array of TMR sensors that sense the
resulting magnetic field[63] . The discontinuity in the
generated field caused by defects in the specimen can
be detected with this probe. The bandwidth of the TMR
sensor is up to hundreds of MHz, which is much higher
than the conventional pickup coils. A large-scale TMR
senso array applied for magnetic field imaging (MFI)
also contributes to improving the spatial resolution in
NDT[64, 65] .
4.3
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or IC have the advantages of compactness, lower
energy consumption, and faster transit speed than the
currently available thermal sensors, like Metal Oxide
Semiconductor (MOS) transistor, ring-oscillator and so
on.
One kind of nano temperature sensor has been
proposed based on the stochastic switching behavior
of MTJs [67] . As shown in Fig. 10a, an MTJ is set
to antiparallel state as a reference resistor. An input
current passes through the heavy metal underlayer
of the other MTJ to realize a spin-orbit torque
driven magnetization switching. The MTJ switches
with a given probability depending on the operating
temperature in the presence of thermal noise. The
switching probability is determined from duplicating
such measurement cycles to ensure the precision of
temperature sensing. This kind of sensor can work for
a linear temperature regime of 200  400 K. When the
number of measurement cycles is increased to 100 000,
the corresponding conversion rate is 2500 samples per
second, lowering the temperature sensing error to 1 K,
while consuming less than 10 nJ of energy. Although
the MTJ’s probabilistic switching is often seen as a
disadvantage in memory application, the MTJ-enabled
on-chip temperature sensor outperforms the state-of-theart CMOS temperature sensors.

Temperature monitoring

The temperature characteristics of MTJs can also be
exploited in addition to detecting the magnetic field
directly or indirectly[66] . With the transistor scaling
down and more components integrated on a chip,
temperature monitoring becomes a critical issue for
ensuring the reliable operation of system-on-chip (SoC).
The MTJs working as temperature sensor in SoC

Fig. 10

Schematic of thermal sensors based on MTJs.
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The dependence of anti-parallel conductance (GAP ) on
temperature is used in another MTJ-based temperature
sensor[68] . Figure 10b illustrates the principle of
this sensor. The MTJ is set in the anti-parallel
state, the reference one is in the parallel state. The
voltage at the output terminal can directly reflect the
temperature variation as the GAP of MTJ increases
monotonically with increasing temperature. The circuit
used a differential amplifier to amplify the signal and
cancel out other variations in MTJs. This temperature
sensor has sufficient linear sensitivity and is ten times
faster than the transit speed of a traditional thermal
sensor. Besides, it can also help regulate the supply
voltage of power drive ICs, extending their lifetime and
improving their reliability.

5

[4]
[5]
[6]

[7]

[8]

[9]

Conclusion

This study examines the commonly used design and
fabrication methods of TMR sensors. The sensor
performance improvement is discussed in terms
of sensitivity and noise level. Several promising
applications in biomedical detection, current sensing,
and temperature monitoring are illustrated. Material
optimization will improve the signal to noise of the TMR
sensor in the future. The cost of the TMR sensor is
also expected to decrease as the market volume grows.
Therefore, the TMR sensor has the potential to play a
significant role in the magnetic sensing domain.
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